
Perf by LC Date 6/27/2007
Project Phase 2 COPR Investigation Calc. by BM Date 7/11/2007

Location Dundalk Marine Terminal Chk'd by LC Date 7/26/2007

Sample ID DMT-46S-SOI-065075
Sample Description HB from layer immediately above GB

Flask No. Mpycn (g) Mpycn+water (g)
Tpycn+water,calibration 

(°C) Msoil,dry (g) Mpycn+soil,dry (g) Mpycn+soil+water (g)
F9 172.54 670.12 27.5 107.59 280.13 739.64

Vpycn (mL) Gs,t T of test (°C) Gs,20°C
495.66 2.850 24.9 2.865

 


