Sample ID
DMT-44S
DMT-44S
DMT-44S
DMT-44S
DMT-44S
DMT-44S
DMT-44S
DMT-44S
DMT-44S

Project Phase 2 COPR Investigation
Location Dundalk Marine Terminal

35-4
4-5
6-6.5
8-9
10-11
12 -13
16 - 17
17-18
215-22

Wt. of can (g)

51.53
51.56
51.91
51.71
51.35
51.36
51.87
51.64
51.01

CH2M HILL
WATER CONTENT

Perf by

Calc. by
Chk'd by

Wt. of can
+ wet soil (g)

174.26
234.88
187.45
219.19
225.22
223.79
232.08
191.74
167.11

WHM

WHM

LC

Wt. of can

+ dry soil (g)
161.28

202.9

169.25
190.53
200.57
189.42
187.94
158.08
117.68

Date
Date
Date

Water Content %

11.83
21.13
15.51
20.65
16.52
24.89
32.44
31.62
74.14

8/7/2007
8/11/2007
8/21/2007

Comments

File No.

Boring No. DMT-44S
Test Pit No.



