
pH TEST RESULTS File No.

Perf by LC Date 6/27/2007 Boring No. SBA-G-2
Project Phase 2 COPR Investigation Calc. by WHM Date 7/13/2007 Test Pit No.

Location Dundalk Marine Terminal Chk'd by LC Date 7/30/2007

Sample ID Depth pH
SBA-G-2 2 - 3 8.57
SBA-G-2 7.5 - 8 8.46
SBA-G-2 11.5 - 12.5 9.38
SBA-G-2 19 - 20 8.43
SBA-G-2 26 - 27 8.24
SBA-G-2 31 - 32 8.48
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