
pH TEST RESULTS File No.

Perf by WHM Date 7/17/2007 Boring No.
Project Phase 2 COPR Investigation Calc. by WHM Date 7/26/2007 Test Pit No. TTI-S09N

Location Dundalk Marine Terminal Chk'd by Date

Sample ID Depth pH
TTI-S09N 008016 9.83
TTI-S09N 016024 9.07
TTI-S09N 024034 11.36
TTI-S09N 045050 11.62
TTI-S09N 051055 11.40
TTI-S09N 057060 10.94
TTI-S09N 075078 12.13
TTI-S09N 062070 12.25
TTI-S09N 080090 12.05
TTI-S09N 110115 12.31

CH2M HILL


