
pH Test Results File No.

Perf by LH Date 11/16/2006 Boring No. INC-6
Project Phase I COPR Investigation Calc. by LH Date 11/18/2006 Test Pit No.

Location Dundalk Marine Terminal Chk'd by KAS Date 1/29/2007

Sample ID Depth pH
INC-6-SOI-0103 1-3.5' 11.57
INC-6-SOI-0710 7-10' 8.36
INC-6-SOI-1517 15-17' 7.98
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